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M RIGEE S Y ¥ R E eT 2 3R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

iif%if&'ﬁé (Sample Submitted ;o AwitHEwi>g Ao @ (CARTELL CHEMICAL CO., LTD.)
¢ #-(Sample Description) : pBeRiE¥ %‘I/CYANOACRYLATE INSTANT ADHESIVE

Jf """']%(Style/ltem No. ) : MXBON 21406 / MXBON 606

Jcit p # (Sample Receiving Date) - 2020/709/11

B2 B (Testing Period) : 2020/09/11 to 2020/09/23

B3 2 #(Test Requested) : #¥#%E #4n 2> %4 GB 33372-2020 2LHAL A |25 1 £ 3 LR B FRIGE - BRI P 4R
PlERESE L4 o / As specified by client, the sample(s) was/were tested w1th
reference to GB 33372-2020 Limit of volatile organic compounds content in
adhesive. Please refer to result table for testing item(s).

P38 % % (Test Results) * #%RET- 7 (Please refer to following pages).
2% (Conclusion) D RIRES JEZ A SR ERREED > BIESES # & GB 33372-2020 2 UiE & Ko /

Based on applicant specific product category and testing item, the testing result
complies with the limit as set by GB 33372-2020.

WEEENROE/ AL/ HE
Ray Chang, Ph.D//Manager -Tegh
Signed for and on behalf of
SGS Taiwan Limited

{2 By -= ff/Chemical Laborato
PIN CODE: 076047BF
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P38 % % (Test Results)

P22 3% = (PART NAME)No. 1 D #E P s (TRANSPARENT LIQUID)
R B B R -
R I8 Al IR0
Result
(Test Items) (Unit) (Method) MDL (;Sul )
o.
WHEEF W EY (a-F AP e g/kg |43 HG/T 2492-2018 *itéxB > M icE T+ % TRl / 1 8.18
ﬁqﬁk&’F'”ﬁ.»M?') / Volatile Organic With reference to HG/T 2492-2018 Annex B.
Compounds (@ -cyanoacrylate Analysis was performed by Microbalances.
instantaneous)

# 3x(Note) :
1. MDL = Method Detection Limit (= ;% # Bli&*2 &)
2. BAPBERZ N E B pREEELE G i o/ The statement of compliance conformity is based on comparison

of testing results and limits.

[ %% & (Reference Limit)]
B GB 33372-2020 "}AR®ITE 25 8 &4 (Limit of volatile organic compounds content in adhesive)

4 =75 (Product category) A48 3% 2 #] (Bulk adhesive) i e
P Y u gory a-§ AP % (a-Cyanoacrylic Class) (Unit) | (Comment)
# # (Others) 20 g/kg PASS
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¥ BEP ey BEET O PMATERERALEE/I, K
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

¥k g2 2k (End of Report) **
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